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SECTION 714 SLAB SODDING

e
REFERENCE SAMPLED SMALL TYPICAL
MATERIAL PURP. BY HANDLING REMARKS
QUANTITY TIME
I TESTED BY METHOD CONTAINER

AGRICULTURAL 714.02 Accept. SEE SECTION 718 OF THIS MANUAL.

LIME 1018.17
Mat. Lab

FERTILIZER 714.02 Accept. SEE SECTION 718 OF THIS MANUAL.
1018.16
Proj. Engr.

SOD 714.02* Accept. e B e RSt e I *Visual inspection by Pro;j.
Proj. Engr. Engr. or Roadside

Development personnel.

WATER 714.02 Accept. Proj. Engr. 1/source* Tgt | = | - 11 days *Drinkable water need not

Mat. Lab S 303 Plastic bottle be sampled.




